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CG (diacetate)[ ]

CO

AFM :
25kHz, 
4.6М

Hz Hz53.8- 11052.4 -³-
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CG (Zylon)[ ]

CO

AFM : 25kHz, 4.5М
Hz Hz11019.1 ³- 20.2-



CG (Kapton)[ (polyimide) ]

CO

AFM : 25kHz, 4.5М
Hz Hz11035.2 ³- 77.2-



CO

CG -RN(Upilex-RN)[ (polyimide) ]

AFM : 25kHz, 4.5М
Hz Hz11084.2 ³- 19.2-



CG (PBI)[ ]

CO

AFM : 25kHz, 4.7М
Hz Hz11007.1 ³- 22.2-



CG Larc-TPI

CO

AFM : 25kHz, 4.3М
Hz Hz11031.1 ³- 11032.4 -³-


